@ - CERTIFICATE OF ANALYSIS
LUBRIZOL SOUTHEAST ASIA (PTE) LTD
44 TANJONG PENJURU

SINGAPORE 609032

Customer PO No. Ship Date Page

APR 11, 2016

Delivery No. Order No.

M/LUBRIZOL/2919

83337987 2584713

Material: SOLEST® 120, SOLEST ST PAIL
Batch: 0101723832

Quantity: 55 PAI

Country of Origin: US

-Zmm~oOo=~OmZa®x

Trans Equipment ID Comp./Seal No.

Product Specifications
Characteristics

Minimum Typical Maximum Result
VISCOSITY @ 40 C, CST CsT 108.00 132.00

113.77
PPM WATER ppm 50 12
ACID NUMBER (mgKOH/g) NeutNo 0.100 0.047
PARTICLE COUNT, ISO 4406 -/15/12
FOAM TEST, SEQ II, TENDENCY mi 0 0

We guarantee that the above analytical results are in conformity with the agreed upon specifications.
Approved by: Quality Assurance




