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e CERTIFICATE OF ANALYSIS
LUBRIZOL SOUTHEAST ASIA (PTE) LTD
44 TANJONG PENJURU Customer PO No. Ship Date Page
SINGAPORE 609032
M/LUBRIZOL/3313 FEB 05, 2018 1/1
Delivery No. Order No.
85058432 3107216
Material: SOLEST® 120, SOLEST ST PAIL Pl KRISCHEM SDN BHD
Batch: 0101996270 NO 29, JALAN PENGELUARAN U1/78,
Quantity: 44 PAI E TAMAN PERINDUSTRIAN BAT
Country of Origin: US Jlll 40150 SHAH ALAM
I MALAYSIA
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Trans Equipment ID Comp./Seal No.
3 3 KRISCHEM SDN BHD [ KRISCHEM SDN BHD
5 o NO 29, JALAN PENGELUARAN U1/78, H NO 29, JALAN PENGELUARAN U1/78,
oL TAMAN PERINDUSTRIAN BAT 1 TAMAN PERINDUSTRIAN BAT
D 40150 SHAH ALAM P 40150 SHAH ALAM
MALAYSIA MALAYSIA
T T
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Product Specifications
Characteristics
Minimum Typical Maximum Result
VISCOSITY @ 40 C, CST CST 108.00 132.00 113.65
PPM WATER ppm 50 18
ACID NUMBER (mgKOH/g) NeutNo 0.100 0.063
PARTICLE COUNT, ISO 4406 -/15/11
FOAM TEST, SEQ II, TENDENCY mi 0 0

We guarantee that the above analytical results are in conformity with the agreed upon specifications.

Approved by: Quality Assurance




