Japan Sun 0il Company, Ltd.
Trusty Kojimachi Bldg
3-4 Kojimachi Chiyoda-ku
Tokyo 102-0083 Japan
TEL:+81-3-3238-0235
FAX:+81-3-3237-1028
WWF. SUN0CO, 0. jp

CERTIFICATE OF QUALITY

No. 550460 Date : Jul. 31.2014
T o :  CONNELL BROS. COMPANY (MALAYSIA) SDN. BHD.
Re ORDER NO. 213-19762 OP

Grade: SUNISO 3GS

Lot No. 140724134

Package: 20L Pail Can

Quantity: 1156

Densi ty [15° C] g/eni 0.9086
Color [ASTNM] L0.5
Flash Point °C 178
Pour Point °C -40
Floc Point °C -51
Viscosity[40°C] mm' /S 29. 46
Viscosity[100°C] mm'/$S 4.473
Cu Corrosion[100°C X 3h] la
Total Acid No. ngK0ll/g 0.01
¥ater Content ppm 5.8
Dielectric Strength kV 55

Certified by : JAPAN SUN OIL COMPANY, LTD.
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H. HIRANO
Quality Control Department




Japan Sun 0il Company, Ltd.

CERTIFICATE OF QUALITY

Trusty Kojimachi Bldg
3-4 Kojimachi Chiyoda-ku
Tokyo 102-0083 Japan
TEL:+81-3-3238-0235
FAX:+81-3-3237-1028

WWW. SUnoco. co. jp

No. 550460 Date : Jul.31.2014
To : CONNELL BROS. COMPANY (MALAYSIA) SDN. BHD.

R e ORDER NO. 213-19762 OP

Grade: SUNISO 3GS

Lot No. 140724134

Package: (4L x 6 Tin Cans) Carton Case
Quantity: 156

Density[15°C] g/cm 0.9086
Color [ASTM] L0.5

Flash Point °C 178

Pour Point °C -40

Floc Point °C =51
Viscosity[40°C] mm'/$ 29. 46
Viscosity[100°C] mm'/S 4.473

Cu Corrosion[100°Cx 3h] la

Total Acid No. mgKOH/g 0.01

Water Content ppm 5.3
Dielectric Strength kY 1)

Certified by @ JAPAN SUN OIL COMPANY, LTD.
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H. HIRANO

Quality Control Department




Japan Sun Oil Company, Ltd.
Trusty Kojimachi Bldg.
3-4 Kejimachi Chiyoda-ku
Tokyo 102-0083 Japan
TEL:+81-3-3238-0235
FAX:+B81-3-3237-1028
¥¥W¥. SUNOCO. CO, jp

CERTIFICATE OF QUALITY

No. 550460 Date @ Jul.31.2014
To: CONNELL BROS. COMPANY (MALAYSIA) SDN. BHD.
Re ORDER NO. 213-19762 0P
Grade: SUNISO 4GS
Lot No. 140725136
Package: 20L Pail Can
Quantity: 80
Density[15°C] g/cni 0.9175
Color [ASTH] L1.0
Flash Point °C 194
Pour Point °C -35
Floc Point °C -45
Viscosity [40°C] mm'/S 55. 41
Viscosity[100°C] mm’ /S 6. 224
Cu Corrosion[100°Cx 3h] la
Total Acid No. mgKOH/g 0.01
Water Content ppm 8.5
Dielectric Strength kv 50
Certified JAPAN SUN OIL COMPANY, LTD.
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H. HIRANO
Quality Control Department
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Japan Sun 0il Company, Ltd.
Trusty Kojimachi Bldg.
3-4 Kojimachi Chiyoda-ku
Tokyo 102-0083 Japan
TEL:+81-3-3238-0235
FAX:+81-3-3237-1028
WW¥. Sunoco. co. jp

CERTIFICATE OF QUALITY

No. 550460 Date : Jul.31.2014
To : CONNELL BROS. COMPANY (MALAYSIA) SDN. BHD.

Re ORDER NO. 213-19762 OP

Grade: SUNISO 4GS

Lot No. 140725136

Package: (4L x 6 Tin Cans) Carton Case
Quantity: 53

Density[15°C] g/cm 0.9175
Color [ASTM] L1.0

Flash Point °C 194

Pour Point °C -35

Floc Point °C -45
Viscosity [40° C] mm' /S 55.41
Viscosity[100°C] mm'/$S 6. 224

Cu Corrosion[100°CX 3h] la

Total Acid No. mgKOH/g 0.01

Yater Content ppm 8.5
Dielectric Strength kV 50

Certified by @ JAPAN SUN OIL COMPANY, LTD.
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H. HIRANO
Quality Control Department




Japan Sun 0il Company, Ltd.

CERTIFICATE OF QUALITY

Trusty Kojimachi Bldg.
3-4 Kojimachi Chiyoda-ku
Tokyo 102-0083 Japan
TEL:+81-3-3238-0235
FAX:+81-3-3237-1028

WW¥W. SUNOCO. co. jp

No. 560460 Date : Jul.31.2014
To : CONNELL BROS. COMPANY (MALAYSIA) SDN. BHD.

R e ORDER NO. 213-19762 0P

Grade: SUNISO 5GS

Lot No. 140717123

Package: 20L Pail Can

Quantity: 9

Density[15°C] g/eni 0.9150
Color [ASTM] L1.0
Flash Point °C 224
Pour Point °C -27.5
Floc Point °C =37
Viscosity[40°C] nm'/$S 97.12
Viscosity[100°C] nm'/$S 8. 747
Cu Corrosion[100°Cx 3h] la
Total Acid No. mgKOH/g 0.01
Water Content ppm 12. 4
Dielectric Strength kV 45

Certified by : JAPAN SUN OIL COMPANY, LTD.
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H. HIRANO

Quality Control Department




Japan Sun 0il Company, Ltd.
Trusty Kojimachi Bldg.
3-4 Kojimachi Chiyoda-ku
Tokyo 102-0083 Japan
TEL:+81-3-3238-0235
FAX:+81-3-3237-1028
WW¥. SUNOCO. ¢0. jp

CERTIFICATE OF QUALITY

No. 550460 Date : Jul, 31.2014
To: CONNELL BROS. COMPANY (MALAYSIA) SDN. BHD.

Re ORDER NO, 213-19762 QP

Grade: SUNTSO 5GS

Lot No. 140717123

Package: (4L x 6 Tin Cans) Carton Case
Quantity: 18

Density[15°C) g/cm 0.9150
Color [ASTM] L1.0

Flash Point °C 224

Pour Point °C -27.5

Floc Point °C -37
Viscosity [40°C] mm' /S 97.12
Viscosity[100°C] mm'/$S 8. 747

Cu Corrosion(100°C x 8h] la

Total Acid No. mgKOH/g 0.01

Water Content ppm 12.4
Dielectric Strength kV 45

Certified by : JAPAN SUN OIL COMPANY, LTD
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H. HIRANO
Quality Control Department



Japan Sun 0il Company, Ltd.
Trusty Kojimachi Bldg.
3-4 Kojimachi Chiyoda-ku
Tokyo 102-0083 Japan
TEL:+81-3-3238-0235
FAX:+81-3-3237-1028
¥WW. SUNOCO. CO. jp

CERTIFICATE OF QUALITY

No. 550460 Date : Jul.31.2014
To: CONNELL BROS. COMPANY (MALAYSIA) SDN. BHD.

Re ORDER NO. 213-19762 OP

Grade': SUNISO SL-32S

Lot No. : 140723129

Package: (4L x 6 Tin Cans) Carton Case
Quantity: 47

Density[156°C] g/ent 0.9492
Color [ASTM] L0.5

Flash Point °C 226

Pour Point °C -40
Viscosity[40°C] mm’/ S 33.30
Viscosity[100°C] mm' /S 5. 407
Total Acid No. mgKOH/g 0.01

Yater Content ppm 39.7
Foaming Tend/Stab, I ml 10-0
Foaming Tend/Stab, I ml 10-0
Foaming Tend/Stab, Il ml 10-0

Certified j::) JAPAN SUN OIL COMPANY, LTD.

H,H RANO
Quality Control Department
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Japan Sun 0il Company, Ltd.
Trusty Kojimachi Blde.
3-4 Kojimachi Chivoda-ku
Tokyo 102-0083 Japan
TEL:+81-3-3238-0235
FAX:+81-3-3237-1028
W¥W¥. SUN0OCO. ¢o. jp

CERTIFICATE OF QUALITY

No. 550460 Date :  Jul.31.2014
To: CONNELL BROS. COMPANY (MALAYSIA) SDN. BHD.

Re ORDER NO, 213-19762 OP

Grade: SUNISO SL-68S

Lot No, 140715129

Package: (4L x 6 Tin Cans) Carton Case
Quantity: 2

Density (15" C] g/enm 0.9592
Color [ASTM] L0.5

Flash Point °C 260

Pour Point °C -37.5
Viscosity [40°C] mm'/$S 66. 58
Viscosity[100°C] mnt’/S 8. 239
Total Acid No. mgKOH/g 0.01

Yater Content ppm 40.9
Foaming Tend/Stab, I ml 10-0
Foaming Tend/Stab, II ml 0-0
Foaming Tend/Stab, Il ml 10-0

Certified by . JAPAN SUN OIL COMPANY, LTD.

H. HIRANO
Quality Control Department
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