
5087

A lu m in u m  W ire

DEPOSIT COMPOSITION %AI %Si %Fe %Cu %Mn %Mg %Cr %Zn %Ti %Zr

Alum inum  Association

AW S/ASTM A5.10 1999/A5.10M 1999

EN  ISO  18273:2004 N um eral

EN  ISO  18273:2004 Chem ical

EN  573.3

Typical Perform ance

5087

no equivalent

S AI 5087

AlMg4,5MnZr

EN  AW -AlMg4,5MnZr

0.25 Max. 0.4 Max. 0.05 Max. 0.25 Max. 0.15 Max. 0.10-0.200.7-1.1 4.5-5.2 0.05-0.25

Rem ainder 0.06 0.14 0.01 0.75 0.08 0.01 0.02 0.11

%Be

0.0003

<0.00034.71

W ELDING  POSITIONS

All

 SH IELDING  G A S

Rem ainder

A PPROVA LS FOR 5087

TU V 

 KEY FEATU RES

 A DVA NTA G E INDA LCO

 TYPICA L A PPLICATIONS

CONFORMS TO

AW S/ASTM A5.10/A5.10M:1999

EN  ISO  18273:2004


