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Engineering Plastics

PROPERTIES OF PVC Grey Sheet

PVC RIGID SHEET
TEST ITEM UNIT RESULT TEST METHOD

Specific Gravity g/cm3 1.45 ASTM D792
Tensile Strength (Yield) MPa(kg/cm?) 54(550) ASTM D638
Elongation at break % = 20 ASTM D638
Impact Strength (Izbd) KJ/m2(kg-cm/cm) 3.9(4.0) ASTM D256
Flexural Strength MPa(kg/cm?) 94(960) ASTM D790
Flexural Modulus MPa(kg/cm?) 2750(28000) ASTM D790
Hardness (Rockwell, R-scale) - 115 ASTM D785
Heat Deflection Temp.(HDT, 264psi) °C 76 ASTM D648
Vicat Flexibility Temp.(VSP,1kg) °C 99 ASTM D1525
Dielectric Breakdown Strength KV/cm 350 ASTM D149
Dielectric constant(f-KHz) : 3.2 ASTMD150

— Dissipation factor(f-1KHz) - 0.02 ASTM D150
Volume resistivity Q -cm 3.5%x1015 ASTM D257
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