COCONUT SHELL BASE ACTIVATED CARBON

PRODUCT CODE VS 40 VS 45
BULK DENSITY {g/ml) 0.52- 0.50-
0.54  0.52
CTC ADSORPTION (%) 40 45
IODINE NO (ing/g) 860 900
METHYLENE BLUE {(cc/g) 100 120
BENZENE ADSORPTION (%) : 24.6  26.4
SURFACE AREA {BET-m2/g) : 900-  950-
1050 1100
PORE VOLUME (cc/g) : 0.39 0.41

MOISTURE CONTENT (% max} :
ASH CONTENT (% max)
BALL PAN HARDNESS (
PH VALUE

99 99

NOTE : THE ABOVE GRA
8X16, 8X30, 1OXIC

OTHER MESH: SIZE
(For finer mesh the hardnessiis 95%r
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VS50 VS35 VS BO VS 65 VS 70
0.48- 0.46- 0.44- 0.43- 0.42-
0.50 0.48 0.46  0.46  0.44
50 55 60 65 70
950 1000 1100 1200 1300
140 !_60 180 200 220
278 294 308 325 355
1000-° 1050- . 1100-  1150-  1200-
1150 |, 1200....1250 1300 1350
0.44 0.52  0.56
99 99 98 . 98 97

H SIZES OF 4X8, 6X12, 6X16,
0'X FINES.

dther specification are as above.)
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GRANULAR ACTIVATED CARBON
GRADE : VS 45
USS MESH SIZE : 8x30

STANDARD SPECIFICATION

PARAMETER UNIT VALUE
Type COCONUT SHELL
CTC Adsorption % min 45
Moisture as packed % max 5
Mesh size US sieve :-
+8 (2.36mm) % max 5
8 x 30 (2.36 - 0.60mm) Balance
-30 (0.60mm) % max 5
TYPICAL PROPERTIES

PARAMETER UNIT VALUE
Ball Pan Hardness % min 98
Bulk Density g/ml 0.46-0.52
Methylene Blue ce/g 120
pH value 9-11
Ash % max 5
Iodine number mg/g 950
Surface area mz/g 1000
Benzene Adsorption % 26.4
Pore Volume cclg 0.41




GRANULAR ACTIVATED CARBON

GRADE : VS35

USS MESH SIZE : 8x 30

STANDARD SPECIFICATION

PARAMETER UNIT VALUE METHOD
Type COCONUT SHELL
CTC % min 55 ASTM D3467
Moisture as packed % max 5 ASTM D2867
Mcsh size US sieve :- ASTM D2862
+8 (2.36mm) % max 5
8 x 30 (2.36 - 0.60mm) Balance
-30 (0.60mm) % max 5
TYPICAL PROPERTIES

PARAMETER UNIT VALUE METHOD
Hardness % min 98 ASTM D3802
Bulk Density gom- 0.47-0.5 ASTM D2854
Density (Backwashed) g cm-’
pH aqueous extract 10 ASTM D3838
Ash % max S ASTM D2866
[odine number mg g-! 1050 ASTM D4607
Surface arca m2 g-1 1100 BET N2
Pore volume cm3 ,g—I
Pore size distrib.
Micropores (<2 nm) cm3 g-'
Mesopores (2 - 50 nm) cm3 g—]
Macropores (>50 nm) cm3 g-!
Dechlor'n 1/2 length cm DIN 19603




