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Appendix ‘A’
Tension Test Pieces for Metallic Materials - Japanese Industrial Standard
( Extracts from JIS Z 2201 )

The test pieces shall be classified into No.1, No.4, No.5, No.11 and No.12 test piece in accordance with
the shape and size, and the standard dimensions of these test pieces shall comply with following.
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No.1 Test Piece

Division Of Test Piece
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